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B ulk Sample  # 1, 75mm B ulk Sample  # 2, 75mm
B ulk Sample  # 1, 25mm B ulk Sample  # 2, 25mm

Table 5. - Overall Metallurgical Results, Column Leach Tests,
Long Canyon Bulk Samples #1 and #2, -75mm and -25mm Feed Sizes

Bulk Sample #1 Bulk Sample #2
Metallurgical Results -75mm -25mm -75mm -25mm
Extraction: pct of total Au

1st Effluent 10.3 2.0 18.9 5.8
in 5 days 76.3 84.3 75.4 86.0
in 10 days 86.2 87.5 84.7 88.4
in 15 days 87.7 87.9 86.2 88.8
in 20 days 88.4 88.1 87.2 89.1
in 30 days 89.1 88.3 88.0 89.3
in 40 days 89.2 88.5 88.2 89.4
in 50 days 89.2 88.6 88.2 89.6
in 60 days 89.4 88.6 88.4 89.6

End of Leach/Rinse 89.4 88.7 88.4 89.8
Extracted, gAu/mt ore 17.60 16.31 2.22 2.28
Tail Screen, gAu/mt 2.09 2.08 0.29 0.26
Calculated Head, gAu/mt ore 19.69 18.39 2.51 2.54
Assayed Head, gAu/mt ore 18.55 18.55 2.42 2.42
NaCN Consumed, kg/mt ore 0.45 0.67 0.47 0.45
Cement Added, kg/mt ore 3.00 3.00 3.00 3.00
Final Solution pH 10.2 10.3 10.6 10.6
pH After Rinse 10.4 10.4 10.5 10.7
Leach/Rinse Cycle, Days 62 69 67 61   

        Gold Leach Rate Profiles, Column Leach Tests,
Long Canyon Bulk Samples #1 and #2, -75mm and -25mm Feed Sizes
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B ulk Sample  # 3, 75mm B ulk Sample  # 4, 75mm
B ulk Sample  # 3, 25mm B ulk Sample  # 4, 25mm

Table 6. - Overall Metallurgical Results, Column Leach Tests,
Long Canyon Bulk Samples #3 and #4, -75mm and -25mm Feed Size

Bulk Sample #3 Bulk Sample #4
Metallurgical Results -75mm -25mm -75mm -25mm
Extraction: pct of total Au

1st Effluent 11.7 0.3 28.6 24.6
in 5 days 82.5 92.7 70.9 65.8
in 10 days 93.2 95.4 78.4 77.2
in 15 days 94.6 95.7 81.2 80.4
in 20 days 95.1 95.8 82.2 81.9
in 30 days 96.1 96.1 83.3 83.5
in 40 days 96.4 96.2 83.6 84.7
in 50 days 96.4 96.2 83.9 84.8
in 60 days 96.5 96.2 84.2 85.3

End of Leach/Rinse 96.6 96.3 84.2 85.6
Extracted, gAu/mt ore 14.36 12.76 1.71 1.73
Tail Screen, gAu/mt 0.51 0.49 0.32 0.29
Calculated Head, gAu/mt ore 14.87 13.25 2.03 2.02
Assayed Head, gAu/mt ore 14.80 14.80 1.82 1.82
NaCN Consumed, kg/mt ore 0.40 0.59 0.25 0.48
Cement Added, kg/mt ore 3.00 3.00 3.00 3.00
Final Solution pH 10.2 10.3 11.2 10.3
pH After Rinse 10.2 10.5 10.3 10.3
Leach/Rinse Cycle, Days 65 69 60 69

          Gold Leach Rate Profiles, Column Leach Tests,
Long Canyon Bulk Samples #3 and #4, -75mm and -25mm Feed Sizes




